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2. AIR PERMEABILITY OF TEXTILE FABRICS 
 
Air Permeability Of Textile Fabrics  (ASTM D737-04(Reapproved 2016)) 
 
Test pressure: 125Pa 
Test area: 38sq. cm. 
              
Air Permeability: 
 (Unit: cfm) 

   

Average: 93.9  
CV% 2.0  
 
Sample Photo 
 

 
 

***End of Report*** 


