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 TECHNICAL REPORT  

JPMA CERTIFICATION PROGRAM- PLAY YARDS (ASTM F406-15 & 16 CFR 1221) 

JPMA CERTIFICATION PROGRAM- BASSINETS & CRADLES (ASTM F2194-16E1 &16 CFR 1218) 

Manufacturer/Participant: KORBEX INTERNATIONAL LLC  Basic Model 

 Modification Address: 3422 OLD CAPITAL TRAIL SUITE 384, WILMINGTON, 

DELAWARE 19808, USA 
Number of Samples: _____1PC_____ 

Product Name: CRIBETTE  Premarket Certification 

Model Number: PY1001C4K  Annual Testing 

Date of Manufacture: 2017/07/10  Retest 

Sample Receipt Date: JUN. 15, 2017 Previous Report Number _____/_____ 

Test Completion Date: JUN. 30, 2017  

MODEL IN COMPLETE COMPLIANCE WITH STANDARD: YES  NO   

 

Results Summary:  

Executive Summary: 

Based on the result of actual test in the submitted sample and/or document review provided by applicant, the 

sample(s) MEET the following requirements: 

� The requirements of California Proposition 65. 

� The requirements of Law Label of IABFLO. 

� The Labeling Country Of Origin requriement of 19 CFR 134. 

� Tracking labels for children's products requirement of CPSIA section 103. 

� Registration Card for Durable Nursery Product requirement of 16 CFR 1130. 

� Care label requirement of 16 CFR 423. 

� Instruction Review requirement. 

� UPC #, Item number or style number requirement. 

� Phthalate contents – 7 requirement of CPSIA Section 108. 

� Soluble heavy metal contents in surface coatings requirement of ASTM F963. 

� Soluble heavy metal contents in substrate materials requirement of ASTM F963. 
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Executive Summary: 

Based on the result of actual test in the submitted sample and/or document review provided by applicant, the 

sample(s) MEET the following requirements: 

� Total lead content in substrate materials requirement of CPSIA Section 101. 

� Total lead content in surface coatings requirement of 16 CFR 1303. 

� Applicable mandatory standard for Products requirement of ASTM F406-15 &16 CFR 1221 

� Applicable mandatory standard for Products requirement of ASTM F2194-16e1 & 16 CFR 1218  

� Toxics in Packaging (TPCH) requirement of Toxics in Packaging Act. 

� Illinois lead content requirement of Illinois Lead Poisoning Prevention Act. 

� The Sharp Points/Edges requirements of 16 CFR 1500.48/1500.49. 

� Mechanical hazards requirement of 16 CFR 1500. 

� Torque and Tension Tests requirement of 16 CFR 1500.53 (e and f). 

� Flammability of solids requirement of 16 CFR 1500.44. 

� Flame Retardants requirement of CPSC, NY Law §§ 37- 0701/9 and California Proposition 65. 
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SAMPLE PHOTOS 

 

 

 

 

 


